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Table 2. Table of Physical-chemical properties measured from VINNAPAS 400 sample, took
with a longer sampler.

. Method / . Measured Lower  Upper
Technical data standard Units value limit limit COA
WAMEX
B’s;’s"c':fs'ﬁy“v internal P 1165 1800 2700 2450
method
WAMEX
pH internal - 3.5 4.0 5.0 44
method
Non-volatile N R
internal %W 55.5 54.0 56.0 55.5

organic content method




